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(57) ABSTRACT

The invention relates to a ball-and-socket implant (I), in par-
ticular an acetabular implant, preferably in the shape of a
spherical cup shell, said implant having at least one region
with a surface structure (2, 7). The at least one region extends
between the equator and the pole of the spherical cup shell.
The surface structure comprises a plurality of structural ele-
ments (6), each of which is formed by a plurality of intersect-
ing ridges (3, 8) with opposite inclinations. The number of
structural elements (6) on the equator (5) or on a circle of
latitude near the equator is the same as on a circle of latitude
near the pole. The ridges (3, 8) have a curvature such that the
inclination of the ridges with respect to the circles of latitude,
and thus an angle between a tangent of the ridge curvature and
a circle of latitude, continuously increases from the equator
(5) to the pole (4).
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1
JOINT SOCKET IMPLANT

The present invention relates to a joint socket implant as
per the preamble of claim 1.

A multiplicity of surface structures are known for the
improved anchoring of implants, in particular endoprostheses
in bones. These range from roughened-up surfaces to equip-
ping the surface with complex structure elements.

It is advantageous, particularly in the field of hip-joint
prostheses, if the implant parts, in particular the joint socket
applied to the hip bone, can be anchored in the bone such that
they cannot be ripped out or rotated. While one group of joint
sockets is anchored by screws, a second group is attached by
means of bone cement or by hammering.

In order to improve the ripping-out property and the fixing
against rotation of a joint socket attached by means of bone
cement or by hammering, the surface of such sockets is usu-
ally provided with structure elements. Forces occurring in the
process are distributed uniformly by these structure elements,
which thereby prevent a rotation or even the ripping out of the
joint socket. In the case of hammering, the structure elements
ensure good growing into the bone.

A person skilled in the art is aware of a multiplicity of
different surface structures. Here, the surface structures are
usually worked into the surface of the implants by cutting
methods.

By way of example, EP 0 839 016 discloses a hip-joint
socket with a surface structure with rhomboid elevations. The
elevations are delimited by intersecting, helical threads with
opposing pitches. Here, the depth of the threads reduces from
the equator to the pole.

DE 101 06 863 describes an implantable hip socket which
has a structure in the form of pyramid tips on the surface. The
pyramid tips are produced by working in right-handed thread
profiles and left-handed thread profiles by cutting. The profile
height of these thread profiles reduces from the entry plane of
the socket toward the pole region thereof.

As a result of combining thread and spherical cap, the
number of elevations reduces markedly toward the pole,
reducing the anchoring of the joint socket in the bone. Fur-
thermore, the anchoring in the bone is additionally weakened
by the reducing depth of the threads.

An object of the present invention is to develop a surface
structure for joint socket implants, which overcomes the dis-
advantages of the known and which, in particular, enables
good anchoring of the joint socket in the bone and is simple to
produce. This object is achieved by a joint socket implant in
accordance with claim 1.

The joint socket implant according to the invention prefer-
ably has a shape of a spherical cap shell and has at least one
region with a surface structure. The at least one region extends
between the equator and the pole of the spherical cap shell.
The surface structure comprises a multiplicity of structure
elements, which are each formed by a multiplicity of inter-
secting grooves with opposite pitches. The number of struc-
ture elements on the equator or a circle of latitude close to the
equator is the same in this case as on a circle of latitude close
to the pole. The grooves have such curvature that the pitch of
the grooves in relation to the circles of latitude, and hence an
angle between a tangent of the groove curvature and a circle
of latitude, increases continuously from the equator to the
pole.

In particular, this means that the grooves have such a profile
that the pitch of the grooves in relation to the circles of
latitude, and hence an angle between a tangent of the groove
profile and a circle of latitude, increases continuously from
the equator to the pole. It is understood that the angle between
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the tangent of the groove profile and a circle of latitude in this
case need not necessarily increase constantly from the equa-
tor to the pole.

Here curvature denotes a profile of the directional changes
when traversing the curve. The present curvature as per the
claim 1s in this case understood to be that additional portion
of curvature which goes beyond curvature prescribed by the
curved surface on which the grooves are formed. The profile
of the grooves of the joint socket implant according to the
invention should be distinguished from sphere loxodromes,
which always intersect the circles of latitude at the same
angle, i.e. have a constant pitch (but nevertheless have prede-
termined spatial curvature due to the curved surface).

The joint socket implant according to the invention is pref-
erably a hip-joint socket implant. The joint socket implant
preferably substantially has the form of a spherical cap shell,
particularly preferably the form of a hemispherical shell. It is
understood that the spherical cap shell can have deviations
from a pure spherical shape. In particular, the cap can have
e.g. a depression or bore in the pole region for manipulation
purposes. The cap can likewise be flattened in the pole region
in order to promote desired clamping of the shell significantly
in the equatorial region during the implantation.

The spherical cap shell has an outer convex surface which
rests on the bone when the joint socket is inserted into the
bone. Furthermore, the spherical cap shell has an inner, con-
cave or approximately concave surface, into which a bearing
shell can be inserted. The joint socket implant has a wall
between these two surfaces, the thickness of which wall is
preferably the same everywhere, i.e. the radii of the outer and
the inner surface have the same center point and are both
substantially constant. Alternatively, the thickness of the wall
can also change; for example, the inner surface can consist of
several faces which are at a specific angle to one another or the
outer surface can have a flattening in the pole region.

The size of the spherical cap shell can vary depending on
the patient for whom the joint socket implant is provided or on
the application location, for example in the hip or shoulder
joint.

Furthermore, the joint socket implant has at least one
region with a surface structure. This region is situated
between the equator and the pole and preferably extends over
the whole circumference of the joint socket implant. Depend-
ing on the embodiment, the region has different extents
between equator and pole of the joint socket implant. This
region extends particularly preferably over at least half of the
surface from the equator in the direction of the pole.

Within the meaning of the application, the “equator” is
understood to be the opening of the spherical cap shell, while
the position which corresponds to the apex of the spherical
cap shell is referred to as “pole”.

Within the meaning of the present application, a “region
close to the equator” is situated closer to the equator than to
the pole, while a “region close to the pole” is situated closer to
the pole than to the equator of the joint socket implant.

The surface structure comprises a multiplicity of structure
elements. The structure elements are formed by intersecting
grooves. The grooves have preferably been produced in the
surface by a cutting method, such as e.g. milling or impact
cutting.

The grooves preferably have opposite pitches, i.e. point in
opposite circumferential directions in respect of a pole axis of
the spherical cap shell. In other words, in relation to the
equator, individual grooves extend to the left while others
extend to the right. Each structure element is delimited by two
neighboring grooves extending to the left and two neighbor-
ing grooves extending to the right, which grooves intersect.
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Each structure element therefore has a substantially rhom-
boid area or outline if the curvature of the boundaries due to
the groove curvature, which is negligible in relation to the size
of the structure elements, is ignored.

The grooves are preferably configured in such a way that
the number of structure elements on the equator or a circle of
latitude close to the equator is the same as on a circle of
latitude close to the pole. Within a region with surface struc-
ture, the number of structure elements on any circle of latitude
of the joint socket implant is therefore the same.

The grooves with the same pitch direction, i.e. with the
same circumferential direction, preferably all have the same
curvature or the same curved profile. It is understood that,
depending on requirements, the grooves with different cir-
cumferential directions, i.e. with opposite pitch directions,
can advantageously also have a different curvature or a dif-
ferent profile. By way of example, at a specific circle of
latitude, the grooves with the same pitch direction can have a
pitch which differs (also in terms of magnitude) from a pitch
of the grooves with opposite pitch directions.

So that the number of structure elements on the equator or
a circle of latitude close to the equator is the same as on a
circle of latitude close to the pole, the pitch of the grooves in
relation to the circles of latitude, and hence the angle between
a tangent of the groove curvature or of the groove profile and
acircle of latitude, increases continuously, but not necessarily
constantly, from the equator to the pole.

At the same time, the radius of curvature preferably
decreases continuously from the equator to the pole, i.e. the
curvature of the groove increases continuously to the pole.
The pitch profile can be selected in such a way that the
distance between two grooves with the same pitch direction
remains constant from the equator in the direction of the pole.

The outline of the structure elements changes from the pole
toward the equator. As a result of the pitch of the grooves
which increases toward the pole, the structure elements which
lie on the same meridian have an extent parallel to the circles
of latitude which constantly increases from the pole in the
direction of the equator. By contrast, an extent in the direction
perpendicular to the circles of latitude reduces.

The pitch profile of the grooves can be selected in such a
way that an area content of the surface area of the structure
elements is similar as possible or approximately equal close
to the equator and the pole so that, overall, this results in an
optically largely homogeneous surface structure.

Since the joint socket is inserted into the bone in a direction
atright angles to the circles of latitude, this is advantageous in
that each structure element must cut a little deeper into the
bone in the direction parallel to the circles of latitude, which
increases the anchoring of the joint socket implant in the
bone.

Two neighboring grooves with the same pitch direction or
circumferential direction preferably have a largely constant
distance from one another over their whole length. This can
be achieved by a suitable selection of the pitch profile of the
grooves as a function of the distance of the respective circle of
latitude from the equator. Neighboring grooves with the same
pitch direction preferably have the same distance in a pair-
wise fashion, that is to say any neighboring pair.

Itis understood that, as a result of the constant distance, the
grooves cannot extend all the way to the pole but only to a
circle of latitude closest to the pole, namely to where the pitch
angle between grooves and circle of latitude reaches 90°. The
closest possible circle of latitude to the pole is in this case
determined on the basis of a number of factors such as e.g. the
spacing of the grooves, the number of the grooves, the width
of the grooves, etc.
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The grooves from the region close to the equator to the
region close to the pole preferably have a constant depth in the
at least one region. As a result, the structure elements also
have a constant height. As a result, the anchoring is of the
same quality over the whole surface of the joint socket
implant. Moreover, such a configuration enables equally
good stability of the joint socket implant in the bone along the
pole axis and also against rotation or tilt.

The angle between a tangent of the groove curvature or the
groove profile of each groove and a specific circle of latitude
preferably has the same magnitude. This results in a particu-
larly regular configuration of the structure elements and
hence also of the surface structure, which enables a particu-
larly regular anchoring of the joint socket implant, for
example by growing into the bone or by anchoring in the bone
cement.

The structure elements are advantageously configured by
neighboring grooves with different flank shapes, groove
depths, groove widths, groove spacing and the groove num-
ber.

The structure elements particularly preferably have the
shape of a pyramid or a pyramid frustum. The shape of the
structure elements is predetermined by the profile of the
grooves, and so the shape of the structure elements can be
modified by a suitable choice of the groove profile. In par-
ticular, a flank shape of the structure elements can be pre-
scribed by the profile of the grooves. Alternatively, the struc-
ture elements have any polyhedral or else rounded shape.
After producing the structure elements by the grooves, these
can also be post-processed, e.g. by milling or by reshaping
methods.

In the meridian cross section, the structure elements are
preferably inclined in the direction of the equator. That is to
say that at least that side of the structure element which points
in the direction of the equator has a steeper pitch or is even
overhanging. The saw tooth-like cross section of the structure
elements along a meridian achieved thereby additionally
increases the force required to rip out the joint socket implant.

The joint socket implant preferably has at least a second
region with a surface structure. The surface structures pref-
erably comprise a multiplicity of structure elements in all
regions, which structure elements are formed in each case by
a plurality of intersecting grooves with opposite pitches,
largely analogously to the first region. The surface structures
of the regions in this case preferably have different configu-
rations (e.g. depth of the grooves, number of the grooves,
extent of the grooves, profile of the grooves, spacing of the
grooves, etc.). The two regions with surface structures advan-
tageously have a different number of structure elements and/
or grooves and/or the structure elements differ in terms of
their configuration (e.g. flank shape or depth of the grooves).
Furthermore, the joint socket implant can preferably also
have more than two regions with different surface structures,
such as e.g. three, four, five or more regions. The regions can
all have different extents between equator and pole of the joint
socketimplant or else all have the same extent. As a result, the
joint socket implant can be equipped with regions which have
anchoring properties that are adapted to specific bone regions.

The joint socket implant according to the invention par-
ticularly preferably comprises the first region with a first
surface structure with structure elements with surface struc-
tures inclined in the direction of the equator in the meridian
cross section in a region close to the equator and the second
region with a second surface structure with structure elements
in the form of pyramids in a region close to the pole.

Such a configuration of the joint socket implant is advan-
tageous in that the region close to the equator additionally
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increases the force required to rip out the inserted joint socket
implant as a result of the saw tooth-shaped structure elements,
while the pyramidal structure elements in the region close to
the pole secure the joint socket implant in an optimum fashion
against twisting and/or tilting and ensure optimal growing
into the bone in this region as well.

In a region of the surface structure close to the equator, the
grooves preferably form an angle ofless than 90° with a circle
of'latitude. This angle preferably lies in a region from 10° to
60°, particularly preferably in a region from 15° to 50°. This
angle increases continuously toward the pole due to the cur-
vature of the grooves, i.e. due to the pitch profile.

The at least one region with a surface structure on the
equator or on the circle of latitude close to the equator and on
the circle of latitude close to the pole, respectively, preferably
has 10 to 100 structure elements.

The structure elements preferably have outlines with side
lengths of approximately 0.2-5 mm.

The structure elements particularly preferably have an out-
line which is approximately rthomboid. In contrast to a rhom-
bus, the side edges, i.e. the grooves delimiting the area, are not
straight but have a curve. However, for simplifications pur-
poses, itis possible to assume a rhombus shape as an approxi-
mation. As a result of the curvature, or the profile of the
grooves, the length of the diagonals of the areas of the struc-
ture elements parallel to the meridians increases from the
equator in the direction of the pole, while the diagonals par-
allel to the circles of latitude reduce. That is to say, a structure
element has a different outline, depending on the vicinity to
the equator or the pole.

The structure elements which are closer to the pole have an
outline which, in the direction of the meridians, is longer than
in the direction of the circles of latitude. The shape of the
areas, i.e. the outline, in this case simplifies the insertion of
the joint socket implant since the structure elements can cut
into the bone more easily.

The different geometries of the outlines of the structure
elements are moreover advantageous in that those structure
elements which have a larger extent in the direction of the
meridians secure the joint socket implant well against rotat-
ing and tilting while those structure elements which have a
greater extent in the direction of the circles of latitude secure
the joint socket implant better against being ripped out.

The grooves preferably have a symmetric or an asymmetric
cross section. As a result, it is additionally possible to modify
the shape of the structure elements, in particular the shape of
the flanks.

Further aspects and details of the invention emerge from
the following description of examples and figures. In detail:

FIG. 1 shows a plan view of an intermediate product during
the production of a joint socket implant with grooves;

FIG. 2 shows a side view of the intermediate product from
FIG. 1,

FIG. 3 shows a plan view of a joint socket implant accord-
ing to the invention, with a region with a surface structure;

FIG. 4 shows a side view of the joint socket implant from
FIG. 3,

FIG. 5 shows a plan view of a joint socket implant with two
regions with in each case different surface structures;

FIG. 6 shows a side view of the joint socket implant from
FIG. 4,

FIG. 7 shows a partial section through the joint socket
implant from FIG. 4; and

FIG. 8 shows a qualitative Mercator projection of two
grooves with opposite pitch directions on the surface ofa joint
socket implant according to the invention;
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FIG. 9 shows an oblique view of an intermediate product
during the production of a joint socket implant with indi-
vidual grooves;

FIG. 10 shows a side view of a cap shell for a further
embodiment of a joint socket implant according to the inven-
tion, with a plotted groove profile;

FIG. 11 shows a plan view on the cap shell as per FI1G. 10;

FIG. 12 shows a photographic side view of a joint socket
implant according to the invention.

FIG. 1 shows a plan view of an intermediate product 10
during the production of a joint socket implant 1, which only
has grooves 3 directed to the left, i.e. with a left-hand circum-
ferential direction. FIG. 2 shows a side view of the same
intermediate product 10. The intermediate product 10 is in the
form of a spherical cap shell and has a pole 4 and an equator
5. In this exemplary embodiment, the spherical cap shell
corresponds to a hemispherical shell. The intermediate prod-
uct 10 is the result of a first processing step in the production
of a joint socket implant according to the invention, during
which all grooves 3 are initially only introduced in one pitch
direction.

FIGS. 3 and 4 show a plan and side view of a joint socket
implant 1 with a region with a surface structure 2. The surface
structure 2/ as a multiplicity of structure elements 6, which
are formed by the intersecting grooves 3. The grooves 3 have
such curvature or such a profile that the pitch of the grooves 3
in relation to the circles of latitude, and hence an angle
between a tangent of the groove curvature and a circle of
latitude, increases continuously from the equator 5 to the pole
4. The grooves 3 are selected in such a way that the number of
structure elements 6 on the equator 5 or a circle of latitude
close to the equator is the same as on a circle of latitude close
to the pole. The formed structure elements 6 have an approxi-
mately rhomboid area, which is delimited by the curved
grooves 3.

FIGS. 5 and 6 show a plan and side view of a particularly
preferred embodiment of the joint socket implant 1 according
to the invention. This joint socket implant 1 comprises two
regions with a surface structure 2, 7. The grooves 3a-3d of the
first surface structure 2 differ from the grooves 8a, 86 of the
second surface structure. By way of example, the number of
grooves, the curvature extent, profile and/or depth thereof can
differ. This also results in different shapes of the structure
elements 6 in the two regions 2, 7. The curvature profile of the
grooves 3a-3d, 8a, 8b is clearly visible from these figures.
Furthermore, it can also be seen that the distance D between
two grooves 35 and 34 with the same pitch direction, i.e. the
perpendicular distance in respect of a tangent of one of the
grooves, e.g. groove 3b, from the neighboring groove 34, is
constant over the whole length of the grooves.

It is also possible to see the change in the outlines of the
structure elements 6 with increasing distance from the equa-
tor 5. Here, the length of the diagonals of the outlines parallel
to the circles of latitude decreases from the equator in the
direction ofthe pole, while the length of the diagonals parallel
to the meridians increases.

This is depicted in FIG. 6 in an exemplary fashion using
two structure elements 6a, 65 with approximately rhomboid
outlines. Since the differences in the outlines of the two
structure elements 6a, 65 is barely visible in the side view of
FIG. 6 as a result of perspective distortion, the two structure
elements 6a and 65 are shown qualitatively on the left-hand
side of FIG. 6 for illustrative purposes. The outlines are
depicted in a perpendicular plan view. The separate depiction
of the outlines serves only for illustrating a tendency and, to
this end, is depicted in a slightly exaggerated fashion.
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The area of the structure element 6a close to the equator has
adiagonal B, parallel to the circles of latitude which is longer
than the diagonal M, parallel to the meridians. This length
ratio of the diagonals changes with increasing distance from
the equator 5. The structure element 65 close to the pole has
a diagonal B, parallel to the circles of latitude which, in the
illustration of FIG. 6, has approximately the same length as
the diagonal M, parallel to the meridians. It is understood that
the diagonal B, can also be shorter than the diagonal M,.

Here, the length of the diagonal B, parallel to the circles of
latitude of the structure element 64 close to the pole is shorter
than the corresponding diagonal B, of the structure element
6a close to the equator, while the diagonal M, parallel to the
meridians of the structure element 65 close to the pole is
longer than the corresponding diagonal M, of the structure
element 6a close to the equator.

FIG. 7 shows a partial section through a joint socket
implant 1. It can be seen from this figure that the joint socket
implant 1 has an approximately concave inner face 9, which
consists of several faces standing at an angle to one another.
Furthermore, the joint socket implant 1 has a convex outer
face 12. Inthis embodiment, only the convex outer face 12 has
a surface structure with structure elements 6.

FIG. 8 shows a qualitative Mercator projection of two
grooves 3a, 3b on a surface 12 of a joint socket implant
according to the invention with opposite pitches. Circumfer-
ential angles of the joint socket implant in relation to a pole
axis are plotted on the horizontal x-axis. A latitudinal range
between equator 5 and pole 4 is depicted on the y-axis per-
pendicular thereto. The dashed lines parallel to the y-axis
represent selected meridians.

The depicted region is delimited and does not extend com-
pletely to the pole 4 or to the equator 5. A sphere loxodrome,
i.e. lines on the sphere face which intersect all circles of
latitude or meridians at the same angle, are known to extend
as straight lines in such projections. A loxodrome 13 (dashed
line), which has a constant pitch angle a, is shown in an
exemplary fashion. Compared to this, it is possible to see the
increasing pitch of the grooves 3 with increasing distance
from the equator 5 in the direction P toward the pole 4.

A tangent of the groove 3a likewise includes the angle o
toward the equator 5 with a circle of latitude in a region A. It
emerges from the diagram in FIG. 8 that the pitch of the
groove 3a increases and continuously breaks away in the
direction P toward the pole 4 compared to the loxodrome 13,
i.e. it has an increasing pitch. In an exemplary fashion, a
further angle f§ is shown in respect of a circle of latitude closer
to the pole, which further angle is included by a tangent of the
intersection of the groove 3a with this circle of latitude and
which further angle is greater than the angle a.

FIG. 9 shows an oblique view on an intermediate product
10 during the production of a joint socket implant 1 with two
regions 2, 7 for a surface structure. Two grooves 3a and 35
(region 2) and grooves 8a and 85 (region 7) are respectively
formed, e.g. milled, in the regions 2, 7. It can be seen from
FIG. 9 that the grooves 3a, 3b extending from a region close
to the equator toward the pole 4 end at the transition from the
region 2 to the region 7, while the grooves 8a, 856 join at the
transition and extend further in the direction toward the pole
4. It is also possible to see the increasing pitch of the grooves
3a, 3b and 8a, 86 with increasing closeness to the pole.

FIGS. 10 and 11 show a side view and a plan view of an
intermediate product 10 during the production of a joint
socket implant 1. Cut lines 3' are depicted on an outer cap
surface, along which cut lines the grooves 3 will subsequently
be produced. A profile of the cut lines 3' close to the pole can
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be identified particularly well in FIG. 11, which are directed
almost radially toward the pole 4 in the end regions close to
the pole.

Likewise, for the further illustration of how the outline of
structure elements, which are made later in the production by
the grooves, changes with a distance from the pole, an outline
of a structure element 6a close to the equator and also of a
structure element 64 close to the pole has been plotted. In the
side view of FIG. 10, the structure element 6a close to the
equator is plotted in a largely frontal view. In the plan view of
FIG. 11, the structure element 65 close to the pole can be
identified in the largely frontal view. As a result, there is only
an insignificant perspective distortionin both cases, as aresult
of' which the outlines of the structure elements which change
with the distance from the pole or from the equator can clearly
be identified (see also FIG. 6 in this respect).

FIG. 12 shows a photographic side view of a joint socket
implant 1, in which the constant width between neighboring
grooves 3 can be identified. In this embodiment, the structure
elements 6 are embodied as pyramid frustums.

The invention claimed is:

1. A joint socket implant in the form of a spherical cap shell
having an equator and a pole, with a first region between the
equator and the pole of the spherical cap shell having a surface
structure which comprises a multiplicity of structure ele-
ments, which are formed by intersecting arrays of grooves
with opposite pitches, wherein

the number of structure elements on the equator or on a

circle of latitude close to the equator is the same as on a
circle of latitude close to the pole, and

the grooves have such curvature that the pitch of the

grooves in relation to the circles of latitude, and hence an
angle between a tangent of the groove curvature and a
circle of latitude, increases continuously from the equa-
tor to the pole.

2. The joint socket implant as claimed in claim 1, wherein
two adjacent grooves in said region with the same pitch have
a substantially constant distance from one another over their
whole length.

3. The joint socket implant as claimed in claim 1, wherein
the grooves have a constant depth in said region from the
equator to the pole.

4. The joint socket implant as claimed in claim 1, wherein
the angles between the grooves and any one circle of latitude
are identical.

5. The joint socket implant as claimed in claim 1, wherein
at least some of said grooves differ in shape, depth, width, or
spacing.

6. The joint socket implant as claimed in claim 1, wherein
the structure elements have the shape of a pyramid or a pyra-
mid frustum,

7. The joint socket implant as claimed in claim 1, wherein
the structure elements are inclined toward the equator.

8. The joint socket implant as claimed in claim 1, further
comprising a second region with a surface structure formed
by intersecting grooves.

9. The joint socket implant as claimed in claim 8, wherein
the surface structures in the respective regions have different
configurations.

10. The joint socket implant as claimed in claim 8, wherein
the regions with surface structures have at least one of

a different number of structure elements,

structure elements which differ in size, shape or spacing.

11. The joint socket implant as claimed in claim 8, wherein
the first region is close to the equator and the second region is
close to the pole and has structure elements in the form of
pyramids or pyramid frustums.
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12. Thejoint socket implant as claimed in claim 1, wherein,
in a region of the surface structure close to the equator, the
grooves form an angle ofless than 90° with a circle of latitude.

13. The joint socket implant as claimed in claim 12,
wherein said angle is between from 10° to 60°.

14. The joint socket implant as claimed in claim 1, wherein
the at least one region with a surface structure on the equator
or on a circle of latitude close to the equator and on a circle of
latitude close to the pole, respectively, has 10 to 100 structure
elements.

15. The joint socket implant as claimed in claim 1, wherein

the structure elements have outlines with side lengths 0£0.2-5
mm.
16. The joint socket implant as claimed in claim 1, wherein
each of the structure elements has an outline whose shape is a
rhombus having latitudinal and longitudinal diagonals,
wherein the length of the latitudinal diagonals decreases from
the equator in the direction of the pole, while the length of the
longitudinal diagonals increases.

17. The joint socket implant as claimed in claim 1, wherein
the grooves have a symmetric cross section.

18. The joint socket implant as claimed in claim 1, wherein
the grooves have an asymmetric cross section.

#* #* #* #* #*
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